 FolGam geomembrane chemical resistance.
Designations:

Z – acceptable resistance

O – limited resistance

N – unacceptable resistance

	Substance
	Concentration
	Temp. 20°C
	Substance
	Concentration
	Temp. 20°C

	acethone
	trace
	N
	dichloroethylene
	
	N

	allyl alcohol
	
	N
	dichloropropylene
	
	N

	ethyl alcohol
	100%
	Z
	carbon disulfide
	
	N

	isopropyl alcohol
	
	Z
	sulphur dioxide
	dry
	Z

	lauryl alcohol
	
	Z
	sulphur dioxide
	liquid
	N

	methyl alcohol
	6%, water sol.
	Z
	carbon dioxide
	
	Z

	methyl alcohol
	100%
	O
	tanning extracts
	
	Z

	ammonia
	density 0.88, water sol.
	Z
	emulsifiers
	all concentrations
	Z

	aniline
	
	N
	photographic emulsion
	
	Z

	benzaldehyde
	
	N
	diethyl ether
	
	N

	benzene
	
	N
	phenol
	90%
	N

	petrol
	
	Z
	fluorine
	
	N

	naphtha
	
	N
	hydrogen fluoride
	
	Z

	acetic anhydride
	
	N
	formaldehyde
	40%, water sol.
	Z

	anhydrous hydrogen bromide
	
	Z
	tanning agents
	
	Z

	anhydrous hydrogen chloride
	
	Z
	glycerol
	100%
	Z

	borax
	saturated
	Z
	ethylene glycol
	saturated
	Z

	bromine
	liquid
	N
	glucose
	
	Z

	butyl alcohol
	100%
	Z
	iodine
	iodide
	N

	allyl chloride
	
	N
	casein
	
	Z

	methylene chloride
	
	N
	dimethyl(diethyl) ketone
	
	N

	methyl chloride
	
	N
	xylene
	
	N

	mercuric chloride
	
	N
	nitric acid
	up to 45%
	Z

	chlorobenzene
	
	N
	nitric acid
	50% - 98%
	N

	chloroform
	
	N
	chlorosulfonic acid
	
	N

	grape sugar
	
	Z
	chromic acid
	galvanizing sol.
	N

	cyklohexanone
	
	N
	citric acid
	
	Z

	carbon tetrachloride
	
	N
	hydrofluoric acid
	40%, water sol.
	Z

	lead tetraethyl
	
	Z
	hydrofluoric acid
	60%, water sol.
	N

	tetrahydrofurane
	
	N
	phosphoric acid
	30%, water sol.
	Z

	dextrose
	
	Z
	lauryl acid
	
	Z

	synthetic detergents
	all concentrations
	Z
	butyric acid
	20%, water sol.
	Z

	dichlorobenzene
	
	N
	butyric acid
	concentrated
	N


	Substance
	Concentration
	Temp. 20°C
	Substance
	Concentration
	Temp. 20°C

	milk acid
	10%
	Z
	beer
	
	Z

	milk acid
	100%
	N
	sodium hypochlorite
	15%
	Z

	formic acid
	50%
	O
	calcium hypochlorite
	
	Z

	formic acid
	100%
	N
	propane
	
	Z

	acetic acid
	60%
	Z
	lacquer solvents
	
	O

	acetic acid
	glacial
	N
	soap solution
	
	Z

	oleic acid
	
	Z
	magnesium sulfate
	concentrated solution
	Z

	palmitic acid
	
	Z
	ammonium sulfate
	
	Z

	picric acid
	1% of w/w in water
	Z
	hydrogen sulfide
	
	Z

	picric acid
	1o% of w/w in alcohol
	Z
	brine
	
	Z

	sulfurous acid
	30%
	Z
	ammonium salts
	
	Z

	sulfuric acid
	up to 45%
	Z
	barium salts
	
	Z

	sulfuric acid
	50%
	Z
	zinc salts
	
	Z

	sulfuric acid
	60%
	O
	aluminum salts
	
	Z

	sulfuric acid
	fuming (oleum)
	N
	magnesium salts
	
	Z

	hydrochloric acid
	concentrated
	Z
	copper salts
	
	Z

	oxalic acid
	
	Z
	nickel salts
	
	Z

	tartaric acid
	up to 10%
	Z
	lead salts
	
	Z

	tallow
	
	Z
	potassium salts
	
	Z

	molasses
	
	Z
	sodium salts
	
	Z

	gasoline blend
	80/20
	N
	calcium salts
	
	Z

	milk
	
	Z
	iron salts
	
	Z

	urea
	
	Z
	wetting agent
	all concentrations
	Z

	hydrogen peroxide
	3%-90%
	Z
	tetrahydronaphthalene
	
	N

	naphthalene
	
	N
	oxygen
	
	Z

	nitrobenzene
	
	N
	toluene
	
	N

	nitrogenous fertilizers
	wet
	Z
	trichloroethane
	
	N

	vinegar
	
	Z
	trichloroethylene 
	
	N

	butyl acetate
	
	N
	triethanolamine
	
	Z

	ethyl acetate
	
	N
	fixing agents (photographic)
	
	Z

	vinyl acetate
	
	N
	wines and spirits
	
	Z

	diesel oil
	
	Z
	chlorine water
	saturated
	O

	transformer oil
	
	Z
	sea water
	
	Z

	animal oil
	
	Z
	ammonia hydroxide
	
	Z

	mineral oil
	
	Z
	potassium hydroxide
	concentrated water solution
	Z

	vegetable oil
	
	Z
	sodium hydroxide
	concentrated water solution
	Z

	nitrogen vapours
	
	O
	calcium hydroxide
	
	Z

	ozone
	
	Z
	hydrogen
	
	Z



















































































































































































